
Project: Suivi RN 18 Project No.: Ref 008/2020

Sample No: A01
Date: 2020-03-03
Location: Medea
Client: DTP

Checked by: LAIB
Tested by: BAKHTI
Depth: 5 m
Source of sample: D01
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Sand

Time (min) Temp (°C) Reading Diameter (mm) Percent Finer < D (%)
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Cd= 0,005, Cm= 0,0005, Vhb= 67 cm³, A= 27,8 cm²
Standard: ASTM D422, Gs= 2,45, Md= 30,6 g

D60= 1,6160
D30= 1,1125
D10= 0,6658
Cc= 1,150
Cu= 2,427
FM= 3,622
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Software: CiviLab 2023 


